














Dongbu Steel
GI/SGL/EGI/ALCOT
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o MATIS T
T & e
=y 0.20 ~ 1.2mm(1.6mm)
= 750 ~ 1300mm
o Min 3ton / Max 25ton
=115 3/3g9/m2~50/50g/m?
Coil LHA 508/ 610 Sleeve
© RoHSO| #&E RS HMetzk H HMEAIRZED
Py FEEEZ HEAIEZ=
(ppm) INEEI MDL(ppm) Zm}
Cadmiuml(Cd) 75 0.5 b
USEPA3050B ICP - AES
Lead (pb) 1000 5 N.D
— 1000 USEPA3052 ICP - AES 2 N.D
Hexavalant Chromium(CrVi) 1000 USEPA3060 UV - Vis 1 N.D
Polybrominated Biphenyls (PBBs) 1000 5 N.D
USEPA3050C GC/MS
Polybrominated Diphenyl Ethers(PBDESs) 1000 / 5 N.D

, GI/GA S6L
Galvanization Gl SuperGalum® standard specification standard specification EGI ALCOT
|| Il | J
o Non-Cr X|=
71 EG LXIZ 2ol olols 35S0 4XITia 2 LAY BHAlS 2xlo2 ALRE 67t 38 2 37t 328
H|7{gt LHX|2 2
o Ot 1zt
stoiEiatat O E|AHZELEE (One Side)(g/m?) HEEEEEE
(®7124) ot HAEZ lg/m?)
E8 8.5 8 10
E16 17 16 20
E24 255 24 30
E32 34 32 40
E40 425 40 50
O ASTM 11#
MinimumValue/Triplespot MinimumValue/one spot
7|32 Coating Weight  both side) Coating Weight ( both side)
0z/ft2 g/m? 0Z/ft2 g/m?
A i - _ _
B 0.08 24 0.07 22
C 0.16 48 0.15 45
o7|AH d&
A 7|AIE AE (Kgf/mm?, (%))
74 Pure-Zn (KS/JIS) i) e ° H|T
Ze  EIZPXRE P TS EL
1Z (Commercial quality) SECC - 7128 2137 s
2Z (Drawing quality) SECDS 180° N - 7128 239 38
3Z (Deep drawing quality) SECE(N) - A28 240 HAE M7t &
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Dongbu Steel
GI/SGL/EGI/ALCOT
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ALCOT _sse=ois=a2

o HZE

D45t LA

Superior Heat Resistance
OfA=ZE, AT SO Hish 2S8 LiIEY
= 71K|H, 450°C O[52| 2=0lM= AR
AIESI0E HAO| YTt AMSHXA| 420 Df2
oF FHUES |XSILIC,

o=

D45t AR

Superior Heat Reflexibility

HHO| 0f 0|25t B2 HEARLO0| FHOfLt
450°C 0|5te] 2E0|A 2F 80%77IX|Q] Stk
AFES UEHD HRAMoM= 2F 95%7HK]
Efol= HIAIES ERLICE ot 20| =2 &
82 21 7| 20 Toaster, Oven, Gas
Range, Oil Stove X ZAXZ 59| GHIAIEO
2 AHESIH thEts| fEELC

45t LA

Superior Corrosion Resistance

AL2 7| =2 Al M2l FEo 2 LiAYO|
4510 HL2AT|IN sMYIToR B

Ho| RAIS MA[RfLCE

L}

GI/GA

SGL

Galvanization Gl SuperGalumS standard specification standard specification EGI ALCOT
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o st LHE ™
o LHEM TESTZ 1}
Test 271 : 7t 1.5Hr, RX| 5Hr, ‘U2t 17Hr 23| HH=2S SOIZIA}L A|
300 350 400 450 500 550 600
ALCOT® o o o o o 0 A
Super Galum ¢} ¢] ¢} A AnX X X
Gl A A~X X X X X X

o ALCOT® ZHEte| LHE7 |+

g UoH 7HO| AlloyS0| JHsIHM EH| 120] 2ACl= M3t FilmE SYAI7|H #HELE S5 EUCH
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Heating

4

Heating
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High Temperature Oxid

(=)
SIS

= ALCOT Gl

100°CX 24hr 80% 80%

450°CX 24hr 80% 15%

OAS
o-r-r°|_|- Llllé!*o.l Corrosion Rate (g/m?/day)
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20 - B AL COT (Room Temp)
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Dongbu Steel
GI/SGL/EGI/ALCOT

OALCOT® ZEe| E/ A =532 714

ALCOT® ZEe| Z2E =3

2 d=0 ool 7250 == S st

B Type | & Alumininized (S5A8A) (Type || & Alumininized)
=389 HE Al-Si(8~10%) Al
e=EJ DX s AL-Si o Al
Al-Fe-Si Fe2Al5
Fe Fe
g8 Het2e

0 ALCOT® ZEte| HHHXZIAZ(=Z 571 Y)

o MIX7ls

0%
)

Width

1350

1219

600

>> Alloy Layer

> Steel

o HxlZfof| M2 X|=7HSHE

Coating Weight (g/m?)

200

160

80

R

.

‘ Thickness

‘ Thickne

‘7 ‘ 23 ‘7 ‘ ‘ 23 (D Available size range
0.8
I 035 09 l 0.4 93 (D Subject to prior negotiation
S X
o = x|2|
Chromated Oiled Chromated & Oiled No Treatment Non-Cr
O O (¢] (¢] O

* Chromating
- Average : 11.5 mg/m? (H)
- Range : 6.8~18.9mg/m? ()

* Oiling

- Slightly : 500~800mg/m? (L)

- Normal : 1,000~1,400mg/m? ()
- Heavy : 1,400~2,000mg/m? ()

*Non-Cr
- Average : 250~400mg/m?2 (1.5t 0|5H

, GI/GA 6L
Galvanization Gl SuperGalum® standard specification standard specification EGI ALCOT
| I | | | | |
o LM TESTZu}
KS D3544 / JIS 63314 ASTMA463 ASTM A463-96a EN 10347 EN 10346
CSTYPEA DX51D -
ca SAIC ca CSTYPEB — -
CSTYPEC -
DQ1 ADQ . DX53D -
FS DX54D -
DQ2 SAID DQ . XD -
DQ3 SAIE DQSK EDDS DX57D -
Grade A SAC31 Grade230 - $2206D
- $2506D
Grade B SAC35 SQ-B Grade255 - 28060
Grade c SAC41 SQ-C Grade275 - S320GD
Grade D SAC45 5Q-D Grade3a0 Class] -
Grade340 Class2 - 5350GD
- Grade340 Class3 -
Grade E - - Gradeb50 - S550GD
o7|AH &4
AT SEUE kgf/mm? =B kgf/mm?
T = E79 7|5 kgf/mm? EAIS=H mm HAIFH mm
BAFH MM o505 05%a 05008 0.5%af 1.20/5F 1.2%2t
ICTe= S ca SAIC, CQ
1-L ca SAIL, CQ-L (40) | 30 30 32 36 38
Type 1
1-N ca-N SA1C-N - - . - . -
3-A DA SAID-A, ADQ 28 26 25 34 36 38
B 3-D DQ2 SA4D, DQ 28 24 23 36 38 40
Type 1 3-E DQ3 SAITE, DQSK 28 21 20 38 40 42
(3-S)  (EDDQ)  (SAIE-S,EDDQ) (26) 19 18 40 42 4k
4-A  GradeA SAC31,5Q-A 31~45 21 21 20 20 20
TEE 4B GradeB SAC35,5-B 35-~48 25 25 20 20 20
Typel  4-C  GradeC SAC41,5Q-C 41~52 30 30 18 18 18
4-D  GradeD SAC45,5Q-D 45-56 37 37 18 18 18
o HZAL|

» XtSXH BE : Muffler, Exhaust Pipes, Fuel Tanks
» ME7| . HMGHIX|, TIARIX], MH7|, HI|AEE EAE, 210, Dryer

» 2EAE : SuB|, A=, Q7] %7, Duct

» UZE : 3IISTY HAXIS, YatH > 7| Bt : Steam Cover, ZtES3toHA|
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= | Tel:02) 3450-8310 Fax : 02) 3450-8502
X

HE! | Tel:032) 577-4271~85 Fax : 032)577-0158, 574-9030

= A} HEAD OFFICE

OIXZ At INCHON WORKS

SZIZ 2 DANGJIN WORKS

ZEHEx POHANG WORKS

VIETNAM OFFICE

ZE MNEQ 2tZEol= ME FEE LS
= Label, Shipping mark7} E2FEIL|CE

Product information such as Label, Ship-
ping mark, Color Stripes are attached
inside of every products.

DONGBU U.S.A, INC(LA)

DONGBU JAPAN CO.,LTD

BANGKOK OFFICE

SHANGHAI OFFICE

GUANGZHOU OFFICE

DONGBU ZNC

TIANJIN OFFICE

SINGAPORE OFFICE

HOT ROLLED STEEL COIL
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#¢ Dongbu Steel

SHIPPING MARK

HOT ROLLED STEEL COIL
1234567890010

HA000230

JIS G 3113 SAPH370

5.7 X 1219.0 X COIL

22,450kg
123456789012345678901234567890
HONGKONG

Dongbu Steel Asan bay Works




